
SHEEPSKIN

TEST PERFORMANCE

Recommended for most upholstery applications.DURABILITY

PROPERTIES

800.342.7738
garrettleather.com

DESCRIPTION
Genuine sheepskin. Some colors offered 
in both ironed and naturally curly fleece.

AVERAGE SKIN SIZE
9 sq ft

ATTRIBUTES
1” (25 mm) ironed unclipped
.75” (19 mm) curly unclipped

AVERAGE CUTTING AREA
18” w x 30” l

FLAMMABILITY
Naturally flame resistant

FLAMMABILITY
California Technical Bulletin 117 2013 
Section E Flammability Test:
Certified

California AB 2998 
Consumer Products: 
Flame Retardant Materials:
Not Applicable

FAR 25.853 (a) Am. 25-116,  
App. F, Part I (a)(1)(ii)  
Federal Aviation Regulation  
for Flammability Resistance: 
Passes

NFPA 260  
National Fire Protection Association
Cigarette Ignition Resistance:
Certified 

Approximate
cutting area

18” w x 30” l


